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MgO =50
A1504 =10
S10, =18
Ca0 =1.5
F6203 =6
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Bulk Density (g/cm’)#4 % B
110°C*24H =2.3
Cold Crushing Strength (MPa) /4 FFFUR % &
110°C*24H =20
Modulus of Rupture (MPa) /4 B iii7% B
110°C *24H =6
Apparent Porosity(%) 3“4 &
110°C*24H =25
High-Temperature Bending Strength % #4735 A& (HMP
1450°C *3H =1
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