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Bulk Density (g/cm’)#% % B
110°C *24H =>2.8
Cold Crushing Strength (MPa) /4 RFHFUR 3% R
110°C*24H >15
Modulus of Rupture (MPa) 4 B id7% B
110°C *24H =>4
Apparent Porosity(%) ‘4
110°C*24H <20
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